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FLOT NO. 203, SECTOM-J4,

METALLURGICAL TESTING CENTRE FARIDARAD - 121 005 (INDLA)
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Bample Beacrlption. ; Bamp!e ho. = 8312, mog| Mo,-211 £45, Dia - 65 0mm +H-Na.: BHE)
RESULTS
Chemical Analysis (Fe Base - LAS) Sample ID; J.O.No. - 65280/3
Protocol : ASTM E 415:2008 (By O.E.S)
Element %
Carbon 0.086
Silicon 0.276
Sulphur 0.013
Phosphorus 0.032
Manganese 0.465
# Nickel . 0.002
¢ Chromium 0.009
# Molybdenum 0.001
¢ Vanadium 0.001
= Copper 0.003
# Tungsten 0.001
« Cobalt 0.001
# Aluminium 0.023
« Lead 0.000 SETALL
e Titanium 0.000 é e
# Boron 0.000 F’;‘;‘,} 232, \
o T F24
Checked By Al 3—5!9“--““”
7 ( Q.M TM)

Note : 1. The result listed refer only to the tested samples and applicable parameters, Endorsement of produdt is neither

inferred nor implied.

Total Liability of our Laboratory is limited to the invoiced amount. No liability will be accepled after the sample is taken back.
*Not Covered under NABL Scope.

This report can not be used as an evidence in a court of law.

Samples will be destroyed after 15 days.

Any Complaints about this report should be communicated within 7 days of issue of this report.

This report shall not be reproduced except in full, without the written permission of the Laboratory.

# Results found outside the range of NABL accredited scope.
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| Product/Sizes :

B mm Round

T.C.No.: OMS/R/OAD/RM/ 10/ HOO0312 - 2

o, 12/03/2013

Order No. EMEPCA2E012004

Invoice No.: 2012002716
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Wagon/Truck No.: HRU4N 1233
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AVERAGE WEIGHT OF EACH BUNDLE TS5

9.293 TONE APPROXTIMATELY

The material supplied conform to thes standard relling and weight tolsrancos.
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