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Sample No. - 8989, Heat No. -3344, Dia - 50mm (FR163, 164) 4223

Sample Description. :

R

RESULTS

Chemical Analysis (Fe Base - LAS) Sample ID; J.O.No. - 4223/1
Protocol : ASTM E 415:2008 (By O.E.S)

Element %
Carbon 0.011
Silicon 0.362
Sulphur 0.002
Phosphorus 0.011
Manganese 0.8086
Nickel 39.48
Chromium 22 56
Molybdenum 3452
Vanadium 0.083
Copper 2.013
Tungsten 0.074
# Cobalt 0.0z8 —
Aluminium 0.002 ST
# Lead 0.000 i
Titanium 1.082 ¥ ononaa B
« Boron 0.000 B RIDABAC
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Note : 1. The result lisied refer only to the tested saimples and spplicabile parameters, Endorsement of product is neilher

inferred nor implied

Total Lizbility of our Laboralory s limited to the invoiced amount. No labilty will be accepled akter the sample is laken back,
*Nol Coverad under NABL Scope

This report can not be used as an evidence 0 a courl of law

Samples will be destroyed after 15 days

Any Complaints about fnis repart should be communicated withm 7 days of issue of this reporl

Thig raport shall nol be reproduced excapl n full withcul ke witten permission of the Laberatory

# Results found oulside the range of NABL sccrediad scope
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