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urned Components & Gears

Manufacturers of : Steel Forging, CNC T .
Distt, Faridabad, Cell : 981 0010535

(Near Prithla) Tetjs. Palwal,

Works : Village - Tatarpur
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Sample Description : Sample No. Heat No.
| Dia 40 mm | - | 7057 | | a3
RESULTS
Chemical Analysis
By Spectormetor
Element %
Carbon : 0.078
Silicon ' 0.539
Sulphur : 0.0074
Phosphorus 0.0315
Mangansse 1.38
Mickel . . 1019
Chromium ; 17.34
IMolybdenum 217
“anadium ‘ 0.0743
Copper ' 0.358
Niobium/Columbium 0.0138
Caobalt _ 0.188
-Aluminium : 0.0086
Titanium 1 0.0053
[ron 67 .60 Authorised Signatory
- Checked By A (QM/T.M)
Arun Mishra:

A

. The result lisited refer only to the tested samples and applicable parameters. Endorsemant of product is neither inferred nor implied.
Total Liablity of our Laboratery is limited to the invoiced amount, No liability will be accepted after the sample is taken back. ’
. The repart can not be usad as an evidence in a court of law. :

- Samples will be destroyed after 15 days.

_ Any Complaints about this report should be communicated with in 7 da*,rs of issue of this report.

. This report shall not be reproduced except in full, without the written permission of the Laboratory.

. *Mot Covered under NAEL Scope..
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