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Sample Description Sample No. Heat No.
[ Dia40mm | [ 7058 | [ 65
RESULTS
Chemical Analysis
By Spectormetor
Element i
Carbon 0.0734
Silicon 0.549
Sulphur 0.0059
Phosphorus 0.0289
Manganese 137
Micke 1015
Chromium 17.22
Molybdenum 214
Vanadium 0.0752 —
Copper 0.357
Miobium/Columbium 0.0139
Cobalt 0.185
Aluminium 0.0071
Titanium 0.0054
Iron 67.80 Authorised Signatory
Checked By (Q.M/T.M)
Arun Mishra
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The result lisited refer only to the tested samples and applicable parameters. Endorsement of product i= neither inferred nor implied.
_Total Liablity of our Laboratory is limited to the invoized amount. Na lishility will be acceptad after the sample is taken back,
_Thea report can nat be used as an evidence in a court of law.
. Samples will be destroyed after 15 days.

_Any Complaints about this report should be communicated with in 7 days of issue of thiz report.
_ This repart shall nat be reproduced except in full, without the written parmission of the Laboratary.
. “Mot Coverad under NABL Scope, ’
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