% SPAN FORGING PVT: LTD.

Manufacturers of : Steel Forging, CNC Turned Components & Gears

Works : Village - Tatarpur {Near Prithla) Teh. Palwal, Distt. Faridabad, Cell : 9810010535

Ref, Mo e, : : (1= (R
TEST REPORT
Issued to: M/s NOV-SARA India(P)Ltd. . Report No. - D..O.T.
Aj2Sara Ind.Estate Ltd Chak- | 1136 ] [ 29-12-11
rata Road, Selagui,Dehradun. . D..O.R
| 29-12-11
Sample Description Sample No. Heat No,
| INGOT&%8&" | = 7124 | | C-30-F

RESULTS

Chemical Analysis
By Spectormetor

Element %

Carbon 0.0725

Silicon ! 0.441

Sulphur 0.0081

FPhosphorus 0.0223

Manganese : 1.48

Mickel 10.14

Chromium . 16.42

Molybdenum ' 2.09

Vanadium 0.0617

Copper = 0.304 _

Niebium/Columbium 0.0487 ';

Cobalt 0.141

Aluminium : : 0.0151

Titanium : 0.0187

; [ron B83.70 Authorised Signatory

Checked By~ (QM/T.M) .

Arun Mishra .,

A

- The result lisited refer only to the tested samples and applicable parameaters. Endorsement of product is neither inferred nor |mpl|ed
- Tetal Liablity of our Laboratory is imited to the invoiced amount, Mo lizbility will be accepten‘ after the sampla is taken back,

. The report can not be used as an evidence in a court of law.

. Samples will be destroyed after 15 days.

- Any Complaints about this report should be communicated with in 7 davs of issue of this report.

- This report shall not be reproduced except in full, without the written parmission of the Laburatory

Mot Covered under NABL Scope.
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Paras Steel Industries

CERTIFICATE - N 1D

TEST CERTIFICATE

Mo, E
iof
H.No. |Pes|Quantity| C Min Cr il Mo Si Cu ] P Ph sn |
C-AB Y/R| 17 | 1623.75 |G 0580] 1 5400( ©6.0500] 10.130C| 2:0400 | 0 4010 | 0 3820 0.0189 | 00337 |0 006G 00074
C-19Y/G| 17 | 162375 |0 0623 1.4700| 16.0400[ 10 0300] 20200 (04700 | 03600 | 00187 | 00321 |0 00490 0066
C-20 Y/P | 17 | 1623.75 |0 0616! 1 5400] 15.0600] 10,0500 2.0300 | 04780 | 0 3640 | 0.0194 | 7 0334 |0.00556] 00082
C-30 ¥/S| 17 | 162375 [0.0684]1.6100[76.1400] 10,0800 | 20200 | 847001 0.3450 | 0.0175 | 06308 |0.0053] 0.0068)
TOTAL | 63 | 6495.00 I iy ]
| Quantity | Al Co M Tl i Y Az Ca: | B 2h | Fe
7 | 7823 75 |0.00261 0 1460] 1.0185 | 0.0087 [00632| 0.0635| 0007 | 0 00GS2| 00011 |00020] b9.a
7 1633 75 [0.005570. 1580 9.0187 | 0.0132 | N.0813| 0.0704 | 0 006% | 00016 | 0 (0092 |0.0020] 60.6
1623 75 [ 00682 0.7470] 0.0345 | 0.0133 | 0.065 | 0.0864 | 0 DDB4 | 0.0015 | G.0013 |0.0020] 69.4
C-30 YIS 17 [ 162375 |0 0081[0 "450] 10498 | 00197 | 0.0847 | 0.0885 | 0.0063 | 00016 | 0.0073 |00D20| 682
TOTAL | A8 | 6495.00 ;
CQUALITY MANAGER
MNote -
¥R = YelowRed .
YIG = Yellow Siean e, fints
YIP = Yeliowiink

VISR =hsiowiSey e
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