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ARVALL PV LIV

27, Rajasthani. Udyog Nagar, G.T.Kamal Road, Defhi-110033 INDIA
Ph, : +91-11-47029900 (100 Lines), Fax : +91-11-47029922

TEST CERTIFICATE
TC No.: P-227 Date : 07.05.2014 INVOICE NO: 64
Customer Name & Address :
M/S SARA SAE P.LTD
DEHRADUN
Supply Condition :
AS CAST
CHEMICAL ANALYSIS IN PERCENTAGE ==

HNO | Grade c Si Mn | P s cr | Mo Ni N_| Size | Pe_|Weight] Colour Code
PA-309 | AISI-316 ] .064-] .50  1.56.1.035})-.013.] 16.62} 2.06-| 10.12 ] .0660 | 4x5%d4 43 4735 | BLUE+WHITE

PA-310 | AISI-316 | 067 .52 .4 1.58 A .ﬂ33{,ﬂ1EJ 16.56 | 2.08 ﬂl.ﬂﬁ;._ 105389 | dxsxad 43 4755 | BLUE+GREEN

ﬁr_aufactuﬁng Route: Electric Induction Furnace
rasonic testing as per ASTM A 388

Material is free from residual radioactive elements.

Lead not added durinﬁﬂanufattw‘lng.

We are Confirming that the Test Certificate findings are Correct & Results are as per Standard / Customer's Requirements.

Lab Incharge
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