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Sample Description. : Sample No - 8840, Heat No. - R-790 J.0. No.: 1401

RESULTS
- Chemical Analysis (Fe Base - 55) Sample ID; J.O No. - 3401/2
Frotacol : ASTM E 1086:2008 (By O.E.5)
Element %
Carbon 0047
Silicon 0.501
Sulphur 0011
Phosphorus 0.033
Manganese 1468
Mickel 10 15
Chromium 16.47
Molybdenum 2.092
Copper D326
Tungsten 0.081
Cobalt 0164
» Niobium 0.033
« Titanium 0.011
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Mote : 1. The result listed refer only to the tested samples and applicable parameters, Endorsement of product is neither

inferred nor implied. .

Total Liability of our Laboratory is limited to the invoiced amount. No liabfiity will be accepted after the sample is taken back.
*‘Not Covered under NABL Scope. e

This report can not be used as an evidence in a court of law.

. Samples will be destroyed after 15 days.

Any Complaints about this report should be communicated within 7 days of Issue of this report

This report shall not be reproduced except in full, without the written permission of the Laboratory.

. # Results found outside the range of NABL accredited scope.
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